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Annex to the Certificate of Constancy of Performance 1390-CPR-0364/13/P
The certificate covers the following products of ROCKWOOL Polska,Malkinia fac;t_ory:

Thermal Reaction
Trade mark conductivity s Type code according to EN 13 162
Wim-K S : .
MULTIROCK ROLL : :
ROCKROLL 0,044 A1 ' MW-EN 13162-T1-WS-WL(P)-MU1
(d = 100-200mm)
ROCKMIN PLUS s :
(d= 40-200mm) e e e e .
ROCKSLAB PLUS T % MW EN1316_2I-T2-W_S-WL(P) MU
(d = 40 — 200mm) S )
(dR04((:)ﬁg?n’:n) . A1 MW-EN13162-T3-CS(10)0,5-WS-WL(P)-MU1
(d = 50-99mm) 0,035 - MW-EN13162-T3-CS(10)0,5-WS-WL(P)-AW0,70-MU1
2 : MW-EN13162-T3-CS(10)0,5:-WS-WL(P)-AW0,95-
(d = 100-200mm) / 3162-T3-CS(10)0,5-WS-W L( )AWO 95-MU1
Ro{igi'_'s%_sggmcrﬂ?“_c ’ 0.036 ‘At MW-EN13162-T3-WS-WL(P) -AW0, 70-MU1
(d = 100-150mm) _ o MW-EN13162-T3 WS-WL(P)-AWO, 95-MU1
' (‘f’-juff:_‘fsﬁ:nf) : : MW—EN13162-T2-WS-WL(P)-MU1
" (d = 50-99mm) 0,035 | At ~MW-EN13162-T2-WS-WL(P)-AW0,75-MU1
el s o . . . MW- -T2-WS-WL(P)-AW0,95-MU1
_(d=100200mm) . -EN13162-T2-WS-WL( ). 0,95-MU1
..RQ&KE‘%‘!L%:;';ER 0036 | a1~ |  MW-EN13162-T2-WS-WL(P)-AW0,80-AFr7-MU1
(d = 100-200mm) e b L S L e L
. _UNIROCK - - Sl T :
(d = 40-200mm)’ D089
. ROCKSLAB e :
(d = 50-200mm) 00 A1 e ;
' TOPROCK SUPER 0.035 MW-EN13162-T2-WS-MU1
. (d = 80-200mm) ;i P es :
'ROCKROLL SUPER™ = | T b o
TOPROLL SUPER 0,036 ! = ; d
(d = 80-200mm) . £
MEGAROCK PLUS 5038 e ]
(d = 100-200mm) PEAIENLS A1 . : o
~ROCKROLL PLUS = : paw Eh;'13162_eT2-WS-WL(P) MU1 .
(d = 100-200mm) ’ :
ROCKSLAB SUPER ,
(d =40-49mm) 0,036 Ad MW-EN13162-T2 WS-WL(P)-MU1 \
éd 150 99mm) MW-EN13162-T2-WS-WL(P)-AW0, 75-MU1
A9 = W0R00mmT _ MW-EN13162-T2-WS-WL(P)-AW0,95-MU1
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